Produktovy list 1.3.31

Artikl: Sound B31

Use:

Number of colours:

Material:
Fabric width:
Can be railroaded:

Weight:

Flame-retardant properties:

Antimicrobial:

Additional use:

Care:

Washing (length shrinkage):
Washing (length shrinkage):

Dry cleaning (length shrinkage):

Sound absorption:
Light fastness:

Certificates / tests:

Special notes:

Price:

A
cb 'CONFIDENCE:
2 INTEXTILES “°'%
e Tested for harmful substances
accordng o GokoexsSondard 00
—— 516896

Cubicle curtain

16

100% Flameretardant polyester
300 cm
Can be railroaded

72 g/m?

Certificate on request
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Alpha value 0.30
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Sound absorption ISO 354 /1SO 11654
Anti-microbial textiles

Antimicrobial Activity
Special notes

- To ensure that the water repellent finish is
retained, we recommend that you do not use
a fabric softener and that the fabric is ironed
at a level 2 setting after washing.

2 394,- Ké/m* bez dph
2 897,- K&/m* v¢. dph
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Produktovy list 1.3.31

Sound absorption coefficient ISO 354

Measurement of sound absorption in reverberation rooms

Mounting:

e mean distance to the wall 150 mm

e total dimensions of the test surface:
width x height =3.50 m x 2.95 m

e folded arrangement (100 %)
e arranged without enclosing frame

Material details:

e single layer 100% PLF Trevira CS

e thickness = 0.1 mm

e area specific mass app. m" =73 g/m?

e air flow resistance: R, = 3828 Pa s/m
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a, Practical sound absorption coefficient according to ISO 11654

Frequency f/ Hz

Rating according to ISO 11654

Weighted sound absorption coefficient
o, = 0.30 (MH)
Sound absorption class: D

Rating according to ASTM C423:
Noise Reduction Coefficient NRC = 0,45

Sound Absorption Average SAA = 0,44
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